CHAPTER 17

MIX DESIGN: CONCRETE AND ASPHALT

of the EA3 TRAMAN discusses the

properties that comprise a good quality concrete and
introduces the use of concrete as a construction material.
In Part 1, of this TRAMAN, you learned
about the different types of portland cement, the
methods used to identify cement, and the purpose and
effect of various admixtures that are often used in the
production of concrete. You also studied the physical
requirements for water and aggregates used in concrete
and the various tests used to determine the suitability of
water and aggregates as ingredients in a concrete
mixture. The discussion of concrete in this chapter is
directed towards the design of concrete mixtures. This
discussion presupposes that you are well versed in the
previous topics. If you are not, then it is strongly
recommended that you review the aforementioned
chapters before you begin the study of this chapter.
Also covered in this chapter is bituminous mixture
design. Once again, it is strongly recommended that you
first review[chapter 13 of this TRAMAN to refresh your
knowledge of bituminous pavement materials and the test-
ing methods used in the control of bituminous mixtures.

DESIGN OF CONCRETE MIXTURES

From your previous studies, you know that the basic
ingredients used in the production of concrete are
cement (usually portland cement), water, and both fine
and coarse aggregates. You also know that certain
admixtures are used occasionally to meet special
requirements. Design of a concrete mixture consists of
determining the correct amount of each ingredient
needed to produce a concrete that has the necessary
consistency or workability in the freshly mixed
condition and that has desired strength and durability
characteristics in the hardened condition.

Two methods of proportioning concrete mixtures are
discussed in this chapter. One method—the trial batch
method— is based on an estimated weight of concrete per
unit volume. The other method, based on calculations of
the absolute volume occupied by the ingredients used in
the concrete mixture, is called the absolute volume
method. Our discussion of these methods is only intended
to provide you with a basic understanding of mixture
design. For a thorough discussion, you should refer to the
most recent edition of Standard Practice for Selecting
Proportions for Normal, Heavyweight, and Mass
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Concrete, (ACI 211.1), published by the American
Concrete Institute (ACI).

MIX PROPORTIONS

Concrete mixture proportions for a particular
application are determined by the end use of the concrete
and by anticipated conditions at the time of placement.
Their selection involves achieving a balance between
reasonable economy and the requirements for place-
bility, strength, durability, density, and appearance that
may be found in the job specifications. Before
proportioning a concrete mixture, you must have certain
information about a job, such as the size and shape of
structural members, the concrete strength required, and
the exposure conditions. Other important factors discussed
in this chapter are the water-cement ratio, aggregate
characteristics, amount of entrained air, and slump.

Water-Cement Ratio

The water-cement ratio is determined by the
strength, durability, and watertightness requirements of
the hardened concrete. The ratio is usually specified by
the structural design engineer, but you can arrive at
tentative mix proportions from knowledge of a prior
job. Always remember that a change in the
water-cement ratio changes the characteristics of the

hardened concrete. Use|table 17-1] to select a suitable

Table 17-1.—Maximum Permissible Water-Cement Ratio for
Concrete in Severe Exposures
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Table 17-2—Relationship Between Water-Cement Ratio and
Compressive Strength of Concrete

TABLE REMOVED
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water-cement ratio for normal weight concrete that will
meet anticipated exposure conditions. Note that the
water-cement ratios in[table 17-1] are based on concrete
strength under certain exposure conditions. If possible,
perform tests using job materials to determine the
relationship between the water-cement ratio you select
and the strength of the finished concrete. If you cannot
obtain laboratory test data or experience records for the
relationship, usel table 17-2] as a guide. Enter[table 17-2|
at the desired f”, (specified compressive strength of
the concrete in pounds per square inch, psi) and read
across to determine the maximum water-cement ratio.
You can interpolate between the values. When both
exposure conditions and strength must be considered,
use the lower of the two indicated water-cement ratios.
If flexural strength, rather than compressive strength, is
the basis of design such as a pavement, perform tests to
determine the relationship between the water-cement
ratio and the flexural strength. An approximate
relationship between flexural strength and compressive
strength is as follows:

fre =&
where:
f’c = compressive strength, psi
R = flexural strength, psi
k = aconstant, usually between 8 and 10
Aggregate

Use fine aggregate to fill the spaces between the
coarse aggregate particles and to increase the

workability of a mix. In general, aggregate that does not
have a large grading gap or an excess of any size, but
gives a smooth grading curve, produces the best mix.

Fineness modulus and fine aggregate grading are
discussed in Part 1[chapter 13, of this TRAMAN.

Use the largest practical size of coarse aggregate in
the mix. The maximum size of coarse aggregate that
produces concrete of maximum strength for a given
cement content depends upon the aggregate source as
well as the aggregate shape and grading. The larger the
maximum size of the coarse aggregate, the less paste
(water and cement) required for a given concrete quality.
The maximum size of aggregate should never exceed
one fifth of the narrowest dimension between side
forms, one third of the depth of slabs, or three fourths
of the distance between reinforcing bars.

Entrained Air

Use entrained air in all concrete exposed to freezing
and thawing, and sometimes under mild exposure
conditions, to improve workability. Always use
entrained air in paving concrete regardless of climatic
conditions.[Table 17-3| gives recommended total air
contents of air-entrained concretes. When mixing water
remains constant, air entrainment increases slump.
When cement content and slump remain constant, less
mixing water is required. The resulting decrease in the
water-cement ratio helps to offset possible strength
decreases and improves other paste properties, such as
permeability. The strength of air-entrained concrete may
equal, or nearly equal, that of non-air-entrained concrete
when cement contents and slump are the same. The
upper half of [table 17-3]gives the approximate percent
of entrapped air in non-air-entrained concrete, and the
lower half gives the recommended average total air
content percentages for air-entrained concrete based on
level of exposure.

MILD EXPOSURE.— “Mild” exposure includes
indoor or outdoor service in a climate that does not
expose the concrete to freezing or deicing agents. When
you want air entrainment for a reason other than
durability, such as to improve workability or cohesion
or to improve strength in low cement factor concrete,
you can use air contents lower than those required for
durability.

MODERATE EXPOSURE.— “Moderate” expo-
sure means service in a climate where freezing is
expected but where the concrete is not continually
exposed to moisture or free water for long periods
before freezing or to deicing agents or other aggressive



Table 17-3.—Approximate Mixing Water and Air Content Requirements for Different Slumps and Nominal Maximum Sizes of
Aggregates

TABLE REMOVED
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chemicals. Examples are exterior beams, columns,
walls, girders, or slabs that do not contact wet soil or
receive direct application of deicing salts.

SEVERE EXPOSURE.— “Severe” exposure
means service where the concrete is exposed to deicing
chemicals or other aggressive agents or where it
continually contacts moisture or free water before
freezing. Examples are pavements, bridge decks, curbs,
gutters, sidewalks, or exterior water tanks or sumps.

Slump

The slump test (discussed it chapter 15 of the EA3
TRAMAN) measures the consistency of concrete. Do
not use it to compare mixes having wholly different
proportions or containing different sizes of aggregates.
When different batches are tested, changes in slump
indicate changes in materials, mix proportions, or water
content.[Table 17-4]gives recommended slump ranges

for various types of construction.

TRIAL BATCH METHOD

The following are some basic guidelines and an
example to help you in performing the steps related to
mix design by the trial batch method.
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Basic Guidelines

In the trial batch method of mix design, use actual
job materials to obtain mix proportions. The size of the
trial batch depends upon the equipment you have and
how many test specimens you make. Batches using 10
to 20 pounds of cement may be big enough, although

Table 17-4—Recommended Slumps for Various Types of
Construction
TABLE REMOVED
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larger batches produce more accurate data. Use machine
mixing if possible, since it more nearly represents job
conditions. Always use a machine to mix concrete
containing entrained air. Be sure to use representative
samples of aggregate, cement, water, and air-entraining
admixture in the trial batch. Prewet the aggregate and
allow it to dry to a saturated, surface-dry condition. Then
place it in covered containers to maintain this condition
until you use it. This simplifies calculations and
eliminates errors caused by variations in aggregate
moisture content. When the concrete quality is specified
in terms of the water-cement ratio, the trial batch
procedure consists basically of combining paste (water,
cement, and usually entrained air) of the correct
proportions with the proper amounts of fine and coarse
aggregates to produce the required slump and
workability. Then calculate the large quantities per sack
or per cubic yard

Example Using Trial Batch Method

Let’s suppose that you are to determine the mix
proportions for a concrete retaining wall exposed to
fresh water in a severe climate. The minimum wall
thickness is 10 inches, with 2 inches of concrete
covering the reinforcement. The required average
28-day compressive strength is 4,600 psi. It should be
noted that this average compressive strength is not the
same as the design strength used for structural design
but a higher figure expected to be produced on the
average. For an in-depth discussion of determining how
much the average strength should exceed the design
strength, you should refer to Recommended Practice for
Evaluation of Strength Test Results of Concrete,
ACI 214.

The steps in proportioning a mix to satisfy the above
requirements are as follows:

1. Determine the water-cement ratid. Table 17-1|
indicates that a maximum water-cement ratio of 0.50 by
weight satisfies the exposure requirements and that the
concrete should be air entrained.[Table 17-2] shows that
a maximum water-cement ratio of approximately 0.42
by weight satisfies the strength requirements for Type
TA (air-entraining) Portland cement with a compressive
strength of 4,600 psi. As discussed previously, since
both strength and exposure conditions are being
considered, you will choose the lower of the two
water-cement ratios, or 0.42.

2. Determine the maximum size of coarse
aggregate. Since the maximum size of coarse aggregate
must not exceed one fifth of the minimum wall thickness
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or three fourths of the space between the reinforcement
and the surfaces, the maximum size of coarse aggregate
you should use is 1 1/2 inches.

3. Determine the slump. Assuming in this case
that vibration will be used to consolidate the concrete,
table 17-4] shows the recommended slump to be 1 to 3

inches.

4. Determine the amount of mixing water and
air content. To determine the amount of mixing water
per cubic yard of concrete, use[table 17-3] Using the
lower half of this table, you can see that for 1 1/2-inch
aggregates and a 3-inch slump, the recommended
amount of mixing water is 275 pounds. You also see that
for extreme exposure, the recommended air content is
5.5 percent.

NOTE: It is not normal practice to buy air-e
ntraining cement (Type IA) and then add an air-
entraining admixture; however, if the only cement
available is Type IA and it does not give the needed air
content, addition of an air-entraining admixture would
be necessary to achieve frost resistance.

5. Determine the amount of cement required.
Using the amount of mixing water and the water-cement
ratio (Steps 1 and 4 above), the required cement content
per cubic yard of concrete is 275 + 0.42 = 655 pounds.

6. Determine the quantity of coarse aggregate.
Let’s assume that the fineness modulus of sand is 2.6.
Using table 17-5, you find that for 1 1/2-inch aggregate
and a fineness modulus of 2.6, you should use 0.73 cubic
feet of coarse aggregate on a dry-rodded basis for each
cubic foot of concrete. So, for 1 cubic yard of concrete,

Table 17-5.—Volume of Coarse Aggregate per Unit of Volume
of Concrete
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Table 17-6.—First Estimate of Weight of Fresh Concrete

TABLE REMOVED
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the volume needed is 27 x 0.73 = 19.71 cubic feet. Now,
assuming that you determined the dry-rodded weight of
the coarse aggregate to be 104 pounds per cubic foot,
the dry weight of the aggregate is 19.71 x 104= 2,050
pounds.

7. Determine the amount of fine aggregate.
shows that the weight of 1 cubic yard of
air-entrained concrete having 1 1/2-inch maximum size
aggregate should be 3,960 pounds. From this figure you
simply subtract the weight of the water (275 pounds),
cement (655 pounds), and coarse aggregate
(2,050 pounds) to determine the weight of the fine
aggregate needed for a cubic yard of the concrete. Doing
that, you find that you need 980 pounds of fine aggregate
(sand).

Now you know the weights of all the materials
needed to produce 1 cubic yard of this air-entrained
concrete. As you are well aware, 1 cubic yard equals 27
cubic feet; therefore, to reduce the above weights to a
1-cubic-foot laboratory trial batch, simply divide the
individual weights by 27. That being done, you find that
you need 24.2 pounds of cement, 10.2 pounds of water,
36.3 pounds of sand, and 75.9 pounds of coarse
aggregate to batch 1 cubic foot of concrete.

Adjusting for Slump and Air Content

Let’s assume now that you have mixed the above
trial batch and determined that the slump measures 1
inch. To adjust for slump, you should increase or
decrease the amount of water per cubic yard by 10
pounds for each 1 inch of desired increase or decrease
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in slump. Then you maintain the same water-cement
ratio by increasing or decreasing the amount of cement
to maintain the same ratio as that with which you started.
You can adjust for a 3-inch slump as follows:

Water 275 pounds + 20 pounds = 295 pounds
Cement 295 pounds + 0.42 = 702 pounds
Fine aggregate 1,060 pounds
Coarse aggregate 2,050 pounds

If the desired air content was not achieved, recheck
the admixture content for proper air content and reduce
or increase the mixing water by 5 pounds per cubic yard
of concrete for each 1 percent by which the air content
is to be increased or decreased, and recalculate the
cement to maintain the same water-cement ratio. To find
the most economical proportions, make more trial
batches, varying the percentage of fine aggregate. In
each batch, keep the water-cement ratio, aggregate
gradation, air content, and slump approximately the
same.

ABSOLUTE VOLUME METHOD

You also can proportion concrete mixtures using
absolute volumes.

Basic Guidelines

For this procedure, select the water-cement ratio,
slump, air content, maximum aggregate size, and
estimate the water requirement as you did in the trial
batch method. Before making calculations, you must
have certain other information, such as the specific
gravities of the fine and coarse aggregate, the
dry-rodded unit weight of the coarse aggregate, and the
fineness modulus of the fine aggregate. If you know the
maximum aggregate size and the fineness modulus of
the fine aggregate, you can estimate the volume of
dry-rodded coarse aggregate per cubic yard from[tablel
Now you can determine the dry-rodded unit
weight of coarse aggregate and calculate the quantities
per cubic yard of water, cement, coarse aggregate, and
air. Finally, subtract the sum of the absolute volumes of
these materials in cubic feet from 27 cubic feet per 1
cubic yard to give the specific volume of fine aggregate.



Example Using Absolute Volume Method

Determine the mix proportions for a retaining wall, using the following specifications
and conditions:

Required 28-day compressive strength (f°) 3,000 psi

Maximum size aggregate 3/4 in.

Exposure condition Moderate freeze-thaw exposure—
exposure to air

Fineness modulus of fine aggregate 2.70
Specific gravity of portland cement 3.15
Specific gravity of fine aggregate 2.65
Specific gravity of coarse aggregate 2.60
Dry-rodded unit weight of coarse aggregate 102 Ib/cu ft
Dry-rodded unit weight of fine aggregate 100 Ib/cu ft
Slump 3in.
Cement Type 1A

To determine the mix proportions, proceed as follows:

1. Estimate the air content. From table 1743, the air content should be 5 percent
(3/4-inch aggregate, air-entrained concrete, moderate exposure).

2. Estimate the mixing water content. Frqm table 17{3, you should use 305 pounds
of mixing water per cubic yard of concrete (3-inch slump, 3/4-inch aggregate, air-entrained
concrete).

3. Determine the water-cement ratio. From table 1712, a water-cement ratio of 0.59
will satisfy the strength requirement for 3,000 psi concrete. From[table 17-1, you find that a
water-cement ratio of 0.50 will satisfy the exposure conditions. Since 0.50 is the smaller of
the ratios, that is what you should use.

4. Calculate the cement content. By using the weight of the mixing water content
(Step 2) and the water-cement ratio (Step 3), you can determine the cement content as

follows:
o C= water Ib/cu yard
" water—cement ratio
o c = 05 Wb/cuyd _ o

0.50

5. Calculate the coarse aggregate content. By usiilg table 17-b and interpolating
between fineness moduli of 2.6 and 2.8, you find that for 3/4-inch aggregate having a fineness
modulus of 2.7, the volume of dry-rodded aggregate per unit volume of concrete is 0.63.
Therefore, the volume of coarse aggregate needed for 1 cubic yard of concrete is
0.63 x 27 = 17.01 cubic feet. Since the dry-rodded weight of the coarse aggregate is 102
pounds per cubic foot, then the weight of the coarse aggregate for a cubic yard of the concrete
is 17.01 x 102= 1,735 pounds.
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6. Calculate the absolute volumes. For one cubic yard of air-entrained concrete, the
volume of the air can be determined by simply multiplying the air content by 27. For this

mixture, the air content from Step 1 above is 5 percent; therefore, the volume of air is

0.05 x 27 = 1.35 cubic feet.

For the cement, water, and coarse aggregate, the absolute volumes can be calculated

using the following equation:

w

Absolute volume = G—xaz

where:

w

weight of the material
G = specific gravity of the material
62.4 = weight of water per cubic foot

By substitution into this formula, the absolute volumes of the cement, water, and coarse

aggregate are calculated as follows:
® Volume of cement (W = 610 pounds and G = 3.15)
=610 = (3.15 x 62.4) = 3.10 cubic feet

® Volume of water (W = 305 pounds and G = 1)
=305 + (1 x 62.4) = 4.89 cubic feet

® Volume of coarse aggregate (W = 1,735 pounds and G = 2.60)
=1,735 + (2.60 x 62.4) = 10.69 cubic feet

7. Determine the fine aggregate content. To determine the weight of the fine aggregate
needed for a cubic yard of the oncrete, you first need to add together the volumes obtained
in Step 6 above. The resulting sum is then subtracted from 27 cubic feet to obtain the volume

of the fine aggregate in a cubic yard of the concrete. This is shown as follows:
3.10 cubic feet
4.89 cubic feet
10.69 cubic feet

Cement

Water

Coarse aggregate

Air = 1.35 cubic feet
= 20.03 cubic feet
Absolute volume of = 27 — 20.03

fine aggregate
6.97 cubic feet

Now, having calculated the volume of the fine aggregate and having been given its
specific gravity, you can use the formula shown in Step 6 above to solve for the weight of

the fine aggregate as follows:
Weight of fine aggregate = 6.97 x 2.65 x 62.4

= 1,152 pounds
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8. Determine the quantities for the first trial batch. Let’s assume that the size of our
laboratory trial batch is 1 cubic yard. For a batch of this size, you need the following

quantities of the ingredients:

® Cement Type IA
= 610 pounds 94 pounds per sack
= 6.49 sacks
® Water
= 305 pounds 8.33 pounds per gallon
= 36.6 gallons
® (Coarse aggregate = 1,735 pounds
® Fine aggregate = 1,152 pounds

® Air content = 5.0 percent

If needed, more trial batches should be mixed to obtain the desired slump and air content
while you keep the water-cement ratio constant.

Variation in Mixtures

The proportions at which you arrive in determining
mixtures will vary somewhat depending upon which
method you use. The variation is the result of the
empirical nature of the methods and does not necessarily
imply that one method is better than another. You start
each method by assuming certain needs or requirements
and then proceed to determine the other variables. Since
the methods begin differently and use different
procedures, the final proportions vary slightly. This is to
be expected and points out further the necessity of trial
mixtures in determining the final mixture proportions.

Adjustments for Moisture in Aggregates

The initial mix design assumes that the aggregates
are saturated, surface dry (SSD); that is, neither the fine
aggregates nor the coarse aggregates have any free
water on the surface that would be available as mixing
water. This is a laboratory condition and seldom occurs
in the field. The actual amount of water on the sand and
gravel can be determined only from the material at the
mixing site. Furthermore, the moisture content of the
aggregates will change over a short period of time;
therefore, their condition must be monitored and
appropriate adjustments made as required. Coarse
aggregates are free draining and rarely hold more than
2 percent (by weight) of free surface moisture (FSM)
even after heavy rains. A good field test for estimating
the FSM on fine aggregates is the squeeze test described
below.

® The squeeze test.

17-8

1. Take samples for the squeeze test from a depth
of 6 to 8 inches below the surface of the piled sand. This
negates the effect of evaporation at the surface of the
pile.

2. Squeeze a sample of the sand in your hand. Then
open your hand and observe the sample. The amount of
FSM can be estimated using the following criteria:

a. Damp sand (0- to 2-percent FSM). The
sample will tend to fall apart [fig. 17-1]. The damper the
sand, the more it tends to cling together.

b. Wet sand (2- to 4-percent FSM). The sample
clings together without excess water [(fig. 17-2).

c. Very wet sand (5- to 8-percent FSM). The
sand will ball and glisten or sparkle with water
[17-3). The hand will have moisture on it and may even

drip.

Figure 17-1.—Damp sand.



Figure 17-2—Wet sand.

Figure 17-3.—Very wet sand.

The procedure for adjusting the mixing water
caused by free surface moisture is as follows:

® Determine the approximate FSM of the fine
aggregate by the squeeze test.

® Estimate the FSM of the coarse aggregate by
observation. Usually, 2-percent FSM is the maximum
amount gravel will hold without actually dripping.

® Multiply the percentages of FSM on the

aggregates by their respective weights per cubic yard.
This will yield the weight of the FSM on the aggregates.

® Divide the total weight of the FSM by 8.33
pounds per gallon to determine the number of gallons
of water. Subtract those gallons from the mixing water
requirements in the original mix design.

® If you are batching your concrete mix by weight,
you need to account for the weight contributed by the
FSM by increasing the total weights of the aggregates
per cubic yard by the weights of the FSM.

Example Problem: Using the final mix proportions
as determined, adjust the design mix to account for
6-percent FSM on the fine aggregate (FM = 2.70) and
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2-percent FSM on the coarse aggregate. Original mix
design for a 1-cubic-yard trial batch was

Cement: 6.49 sacks (Type IA)

Water: 36.6 gallons
1,735.0 pounds

1,153.0 pounds

Coarse aggregate:
Fine aggregate:

Air content: 5.0 percent

Step 1. Determine the amount of water (in gallons)
on the coarse and fine aggregate.

e Coarse aggregate 1,735 x 0.02 = 34.70 pounds

¢ Fine aggregate

1,153 x 0.06 = 69.18 pounds
103.88 pounds
12.47 gallons

o Total weight of water

Converted to gallons

Step 2. Adjust the original amount of mixing water
by subtracting the amount of water contributed by the

aggregates. The adjusted water requirement then is
24.13 gallons (36.6 - 12.47).

Step 3. Adjust the weights of the aggregates by the

amount contributed by the water.

¢ Coarse aggregate =1,735 + 34.7 = 1,770 pounds

e ine aggregate = 1,153 +69.18 = 1,222 pounds

Step 4. The adjusted mix design to account for the
actual field conditions is now

Cement:

Water:

6.49 sacks (Type IA)
24.13 gallons
1,770.0 pounds
1,122.0 pounds

Coarse aggregate:
Fine aggregate:

Air content: 5.0 percent

You should check the moisture content of the aggregates
and make appropriate adjustments as conditions change
(such as after rains, after periods of dryness, or when the
new material arrives). This quality control step assures
that the desired concrete is produced throughout the
construction phase.

Materials Estimation

After proportioning the mix, you must estimate the
total amount of material needed for the job. This is
simply done by computing the total volume of concrete
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Figure 17-4.—Retaining wall.

to be poured, adding a waste factor, and multiplying this
volume times the amount of each component in the
1-cubic-yard mix design. The manner of doing this is
described in the following example.

Example Problem: Using the mix design deter-
mined previously in this chapter, determine the total
amount of materials needed to construct the
75-foot-long retaining wall shown in[figure 17-4] The
1-cubic-yard mix design is recapped below.

6.49 sacks (Type IA)

36.6 gallons
1,735.0 pounds
1,153.0 pounds

Cement:

Water

Coarse aggregate:
Fine aggregate:

Air content: 5.0 percent

To determine the total quantity of each of the above
ingredients needed for the retaining wall, you must first
calculate the total volume of concrete required. As you
should know by now, an easy way to do this is to break
the retaining wall into simple geometric shapes and then
determine and accumulate the volumes of those shapes.
Since you should know how to do this, we will simply
say that the total volume of the retaining wall is 63.7
cubic yards. To this figure you add a 10-percent waste

factor so that the adjusted amount of concrete needed
for the project is 70.07 cubic yards. (Had the initial
volume needed been greater than 200 cubic yards, you
would have used a 5-percent waste factor.)

Now that you know the total amount of
concrete needed, you can determine the total
quantity of each of the concrete ingredients by
simply multiplying the amount of each ingredient
needed for 1 cubic yard by the total amount of
concrete required for the retaining wall. As an
example, you need 1,153 x 70.07 = 80,790.7 pounds,
or 40.4 tons, of fine aggregate for the retaining wall.
The other ingredients are computed in the same way.
That being done, you find that the following
quantities of ingredients are need for the project:

Cement: 455.0 sacks (Type IA)
Water: 2,567.0 gallons

Coarse aggregate: 60.8 tons

Fine aggregate: 40.4 tons

BITUMINOUS MIX DESIGN

Hot-mix bituminous concrete for pavements is a
mixture of blended aggregate filled with bituminous
cement binder. The materials are heated while being
mixed to promote fluidity of the bitumen for thorough
coverage of the aggregate particles. The design of a
bituminous concrete mix consists of the determination
of an economical blend and gradation of aggregates
together with the necessary content of bituminous
cement to produce a mixture that will be durable, have
the stability to withstand traffic loads, and be workable
for placement and compaction with the construction
equipment available.

The procedures described in this section are
performed during the design of a hot-mix bituminous
concrete. They include testing, plotting the results on
graphs, and checking the readings against values from
the design tables. Testing of the ingredients and the mix
is started before and continued throughout the paving
operations. Specific test procedures are not covered in
this discussion; instead, you should refer to[chapter 13|
of this TRAMAN and to Materials Testing,
NAVFAC MO-330.
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GENERAL PROCEDURES AND
GUIDELINES

The objective of hot-mix design is to determine the
most economical blend of components that will produce
a final product that meets specified requirements. The
following is a list of general procedures:

1. Prepare a sieve analysis of each of the
aggregates available.

2. Determine the aggregate blend that will achieve
the specified gradation (Paving and Surfacing
Operations, TM 5-337). Plot the selected blend
proportions on a graph with the allowable limits to see
that it conforms.

3. Determine the specific gravity of the
components.

4. Using selected percentages of bitumen (TM
5-337), make trial mixes, and compute the design test
properties of the mix.

5. Plot the test properties on individual graphs
using the selected bitumen percentages. Draw smooth
curves through the plotted points.

6. Select the optimum bitumen content (AC) for
each test property from the curves of the Marshall test
results. For a discussion of the Marshall stability test,
you can refer to[chapter 13| of this TRAMAN and to
NAVFAC MO-330.

7. Average the bitumen content values (from Step
6) and, from the graphs, read the test property value
corresponding to this average.

8. Check these read values with the satisfactoriness
of mix criteria.

The selection of the mix ratios of materials is
tentative. The bitumen should be the same as the one to
be used in construction. The aggregates and fillers must
meet definite requirements. In general, several blends
should be considered for laboratory mix-design tests.

Gradation specifications are based on limits
established by the U.S. Army Corps of Engineers as
satisfactory. Within these limits, the following variables
are considerations that will affect the final mix design:

1. Use of mix (surface course, binder course, or
road mix)

2. Binder (asphalt, cement, or tar)

3. Loading (low tire pressure—100 psi and under,
or high tire pressure—over 100 psi)

4. Maximum size of aggregate (in stockpile or
based on thickness of the pavement course)

Once the gradation specifications have been
selected, you should check the available materials to
determine how to proportion the blend to meet these
specifications. You should study sieve analyses of the
available aggregates and compute a series of trial
blends. You may have to make adjustment of the blend
after testing the design and prepared mix. The
considerations for establishing and adjusting the blend
are explained in TM 5-337.

The determination of optimum bitumen content is
based on a definite design and testing procedure known
as the Marshall method. This method is explained in
[chapter 13 of this TRAMAN and in NAVFAC MO-330.

The final step is the preparation of a job-mix
formula to be furnished to the construction unit.

It is recognized that at times it will be necessary to
shorten the design procedure as much as possible to
expedite military construction. For additional
information, refer to TM 5-337.

EXAMPLE OF MARSHALL METHOD OF
HOT-MIX DESIGN

A typical mix design is illustrated by the

calculations and graphs shown onl figures 17-5 through
17-10.
Aggregate Grading

An aggregate grading chart is shown irf figure 17-5|
(DD Form 1207). This chart shows the gradation curves
of the three aggregates that are available for the mix.
The sieve analyses are run in the manner as described
in the EA3 TRAMAN. Calculations may be made and
data recorded on standard sieve analysis data sheets
before the curves are drawn. A gradation curve is not
shown for the mineral filler to be used.

Aggregate Blending

The front and back sides of a data and computation
sheet for aggregate blending is shown in ﬁgures
and (DD Form 1217). The gradation of the
available aggregates should be recorded on the
upperpart of the form. The lower part (fig.
may be used for the computation of the trial
blend. Several attempts may be required before a blend
meeting specifications is obtained. The cold feeds
(quantities per batch) of aggregate to the asphalt plant
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Figure 17-5.—Aggregate grading chart, stockpile materials.

17-12

oro 931160




DAT

BITUMINOUS MIX DESIGN . AGGREGATE BLENDING ‘2 4ap” /F__
T 7 Jos o AGGREGATE GRAQATION NUMRER
T ey wAy *203 No. 47236 24
GRADATION OF MATERIAL
T T, o1 a: # 1= . T=_ 13 T = T T T T
SIEVE S1ZE (To be entered by Technictan): —| 7 % I 3&' [ 73 e l Y8 |4 |T8 |T/6 |TBO |T50 |T/00 |T200]
MATERIAL USED PERCENT PASSING
COORSE AGEREGATE (CA) | /00 72 |46 | 33| 12 2 ol o o e) o
FINE AGGREGATE (FA) | 100 | 100 | 78 | 24 | 75 | 54| 33 | /3 2 o (2]
FwE RIVER BAR. SAvI(FRES)| 100 | 100 |00 | 700 |/00 | 98 |92 | 76 |58 | 35 3
b e . e J7C PN\ A s RPN 720D 100 10D .Y, 1AD 94 g g an
L/”ESTOIVE US|/ (l——’l/} ]I vy lou IUU YA A d ’ S L A% IV L L 7~
orsimeo: 100 |80-95|68-8L|60-T7 [4#5-60 34-49|2-40 19-30 11(-.2318- 16 13-7
COMBINED GRADATION FOR BLEND - TRIAL NUMBER FINAL
| sV 5126 (To be entored 5y Technician) i—a /” l 3/4&” ‘ '/2_” I 3/8' I*lf T*‘ 8 l#/é I *30 1#5'0 1""/00 IFZOO l
cA < |450 |32.4 |207 |7/49 |5.4 {09 o | © o o )
FA 30 |30.0 | 30.0 | 29.4|26.2 |22.5 /6.2 |9.9 [3.9 |0.6 | © o
FRABS 20 | 200 | 20.0 | 20:0|20.0 | 20.01/9.©¢ /80 |/5.2 |11.6]17.0 |0O.b
LSD 5] 50| 50] 50| 5.0 50|50 |50]5.049 48|45
suane: 100.0 |87.4 175.1 |e8.1 |52.9 |4/.7 |32.9 |24.1 (/7.1 {//-8 {5.1
DEMREO 100.0|87.5 |77.0 |4L8.5 |52.5 41,5 | 33.0 |24.5 /8.5 /2.0 15,0
COMBINED GRADATION FOR BLEND - TRIAL NUMBER
T T T T T T 1 T T T
StEVE 312K (To be entered by TecAnician) : —o-| I l l I l l l l l l
PERCENT PASSING

MATERIAL uSED  Jt usep

sLEND:
ODESIRECD:
— -
D D . :2?'”1 2 1 7 PREVIOUS EDITION OF THIS FOAM 1S OBSOLETE.

Figure 17-6A.—Bituminous mix design, aggregate blending, data sheet (front).
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SLEND:
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COMPUTED BY (Signaturs)

CHMECKED O Y (Signature)
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Figure 17-6B.—Bituminous mix design, aggregate blending, data sheet (back).
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Figure 17-7.—Aggregate grading chart, specification limits and gradation of blended aggregate.
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DATE

SPECIFIC GRAVITY OF BITUMINOUS MIX COMPONENTS 2_ APR /9

PROJECLT JoB

HIGHWAY ¥ 203 No. 47236

COARSE AGGREGATE UNITS (Grams)

MATERIAL PASSING / “ SIEVE AND RET AINED ON / 6 SIEVE

SAMPLE NUMBER

1. WEIGHT OF OVEN - DRY AGGREGATE

2. WEIGHT OF SATURATED AGGREGATE IN WATER

3. DIFFERENCE (Line 1 minus 2)

SAMPLE NUMBER

4. WEIGHY OF OVEN - ORY MATERIAL

8. WEIGHT OF FLASK FILLED WITH WATER AT 20°C

6. suM (Line 4 +5)

7. WEIGHT OF FLASK + AGGREGATE + WATER AT ZOOC,

8. DIFFERENCE (Line § minus 7)

APPARENT SPECIFIC GRAVITY, G = (Line 4 7 L = 2.660
(Line 8) 180. 0
FILLER UNITS (Grams)
e AMB: £ aiiin ER ) -
SAMFLE NUMBER L§0
—
9. WEIGHT OF OVEN . DRY MATERIAL 46&,'5
10, WEIGHT OF FLASK FILLED WiTH WATER AT 20°C, Sy T A |
l/e.1
11, sum (Ling 9 ¢ 10) //lfl,- (/p
.
12. WEIGHT OF FLASK + AGGREGATE + WATER AT 20°C, ?73 3
.
3. OIFFERENCE (Line 11 minus 12) / 68.8
APPARENT SPECIFIC GRAVITY, G =’('_L_L"_'.%_’_ —i,%— = 2.7L2
{Line i3) LB .5 —_—
BINDER UNITS (Gramas)
SAMPLE NUMBER 4,873
14. WEIGHT OF PFYCNOMETENR FILLED MITH WATER 6/ ?5-9;
.
18. WEIGHT OF EMPTY PYCNOMETER 3772
9215
16. WEIGHT OF WATER (Line /4 minua 15) 24 0380
17. WEIGHT OF PYCNOMETER ¢+ EBINDER 4736,7
.
18, WEIGHT OF BINDER (Line 17 winus 15) 7‘ 7402
.
19. WEIGHT OF PYCNOMETER { BINDER { WATER TO FILL PYCNOMETER 62 ‘5’48
.
20, WEIGMT OF WATER TO FiLL PYUNOMITER (Line 19 minus I7) /4 zq—l
"
2. WEIGHT OF WATER DiSPLACED 8Y BINUEH (Line 16 minus 20) ”74‘,{‘("
f
APPARENT SPECIFIC GRAVITY, 6 = (Line 18) 2. 9402 _ , AoA
{Line 21) q, 7429 — /-9<C
TECHNICIAN (Signature) COMPUTED @Y (Signature) CHECKED BY (Signature)
NN ForRM 1912 PREVIOUS EDITION OF THIS FORM IS OBSOLETE.

W/ 1V0ECes 1 a T U

Figure 17-8.—Specific gravity of bituminous mix components, data sheet.
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MARSHALL METHOD . COMPUTATION OF PROPERTIES OF ASPHALT MIXTURES Y-8
JOB NUMBER PROJECT e DESCRIPTION OF BLEND _ i / /__ P e
©“L7236 A wvARY T 203 SURFACE COVRSE #5/30/26/5 A§G BLEND
WEIGHT {(Grama) SPECIFIC GRAVITY VDIDS (Percent) unIT STABILITY (Pounda)
spECIMEN | ASPRALT | TICK: voLume o N wEiGHT . |oTsor
RUMBER (Cpf::f::"; (l::hs-sa) IN AR IN WATER e ACTuAL ::‘::o B:F‘:IOC\.-;J";E “::;:L FiLLeo {Y,_‘ZT/ACI;:':, MEAsuRE v:nor:o KA ALY
a b < ! 4 h 1 i k 1 m n o
(bxg) oo oot _() (6 x 62.43
(5p.Gr.ot AC) "M Gep | e RS
16.3
A - o1 e a0 2 £n7 3 2 dnd
A=-2Z 5.5 /717 D 1/1& & S i & TVT
A-3 3.5 12055 |705.3 |500.2 |2.4/0
A-4 | a5 1206.2 |708.4 |497.8 | 2.423 i
AvG| 3.5 — — — |2.409 |2.579] 8:3 6.6 557 |150.3
8-1_| 4o /2769 | 7417.3 | 529.6 |2.4//
B-2 (40 /252.6] 733.3 1519.3 (2.4i2
2.3 ) 12435 | 22p,71572.8 l2.12s
[ -~ e A4 ll—l—l"' J AT - &~: 7 -
B-4 |40 123044 | 722.8 [507-& |2.424 _
Avel 4.0 — — | — |2.4/8 [2.550 | 45 5.5 |66.3|/509
c-i s /254.4) 738.2 |516.2 [2.430
P e 1n202l 90, a0l B 1o ot
cC-< Y5 /230.3| [c@:O |Fi1'-2 1. T&i
c-3 |45 1239.0] 72449 1514.1 |2.410
C-4 |45 1273.5] 752.0 | 521.5 |2.%42 N
AVE.| 4.5 — — — |2.42¢|2.539 ] s0.7 4.5 170.4 11514
COMPUTED BY CHECKED BY

PREVIOUS EDITION OF THIS FORM i OBSOLETE.

Figure 17-9A.—Test results, Marshall stability test (front).
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OATE OF COMPUTATION
MARSHALL METHOD . COMPUTATION OF PROPERTIES OF ASPHALT MIXTURES 3 ppe. /7_ _
JOB NUMBER PROJECT DESCRIPTION OF BLEND
WEIGHT (Grema) SPECIFIC GRAVITY VDIOS (Percent) STABILITY (Pounds)
specimen | ASPHALT | THICK. VOLUME e wetonT  FLow
Monmen | oo [ananens | e | mwaren | ee | uerun | I | SIS | UL | rceo | romat wxfuessuneo | S0 (ViR
- b < d . [ I3 L] ! i '] 1 m n o
(d) (bxg) @] .0 $2
(d-e) (T) (Sp.Gr. of AC) (100- 100 > m (g x 62.4)

-/ 5.0 1237.9|727.0 | 510.9 |2.423

pD-2 | 5.0 /3000174636 | 536.3 2. 424 2130 [ 198! 10
»0-3 | s.0 /273.6 |746.9 | 52¢.7 | 2.418 1900 | 1824 | iz
o-4 | s.0 1247.9 |731-8 |s510.1 [p,4/8 1855 | 1g55 | 12

Avg. |5-0 —_ — 2.427[2.519 | 11.9 3.9 (753 [/51.5 | — 1884] 12
E£-1 |5 1237.3 | 724/ |573.2 | 2.4 1 1450 | /#¥50| s2
E-2 | 5.5 12¢4.0 | 740.6 1523.4 | 2.415 /530 | /46T | 74
£-3 | 55 12804 | 752.4 |53i4.0 |2.409 /615 | /5570 | /3
F,l;l g 5 1962 L]l 9aaalera-> 1n d12 18n0E" | 12ne” A
[ = T 1€33.7T 222 =2 1/ L T 1 Yo /g I Vo /o

Avg. | 5.5 — — | — 2412 [2.500 | 13.0 | 3.6 783 [/50.5 | — | /1494

COMPUTED BY B CHECKED BY -
® From zonversion table
A —
D ' "’2:““ 1 218 PREVIOUS EDITION OF THIS FORM IS OBSOLETE.

Figure 17-9B.—Test results, Marshall stability test (back).
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BITUMINOUS MIX CURVES lwzE APR /9. _

PROJECT A/KF/EID ANO.D |mn AND. <72 39 (.SU/QFAC’J: douﬁf)

RECAP OF MARSHALL TEST RESULTS -
T TR
PERCENT BITUMEN s - - + 1T ~IT
CONTENT 3,5 4{,() %_'5 5,0 5.5 -'i__«“ b v il L_r
. B
Socatcave ony 11 - 4L
= LT
4 T
UNIT WEIGHT - sea2lrenalyzey sl 127 11 204 £ 1§ ERSE]
TOTAL MIX '530.3(/50. N/ 5/ FiSnr i (/5607 b + ]
- At !
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Figure 17-10.—Asphalt mix curves, Marshall test properties.
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are set according to the proportions obtained in the
computation of the final trial blend.

Aggregate Blending Limits

is an aggregate grading chart (DD Form
1207), showing the specification limits for the mix and
the gradation of the blend when mixed in the proportions
shown in figure 17-6A, trial No. 1.

Specify Gravity of Bituminous Mix
Components

A specific gravity data sheet is shown in[figure 17-8|
(DD Form 1216). This form is used for computing the
specific gravity of all the bituminous mix components.
If more aggregate fractions are used than are provided
for on the form, additional forms may be used.
Procedures for performing these tests are discussed in

of this TRAMAN.

Marshall Stability Computations

DD Form 1218 (figs.|17-9A|and [17-9B) is a data
and computation sheet used in the Marshall stability test.
The specific gravity values of the aggregates and the
aggregate fraction percentages from the trial blending
furnish the information to compute the fractional
weights and to prepare the test specimens. Record the
measurements made on the test specimens in the upper
right-hand corner of the form. Determine, as described
in[chapter 13| of this TRAMAN, the stability, flow, unit
weight of total mix, and percentage of voids filled with
binder to complete the form.

Marshall Method Computations

Transfer the values from DD Form 1218 (figs.
and for each binder content computation
to DD Form 1219 [(fig. 17-10). Each graph on the form
represents a different test property. Plot the values for
each property on their respective graph using the binder
contents as ordinates. Draw a smooth curve through the
plotted points.

Marshall Test Criteria

lists the criteria for determining
optimum asphalt content (OAC). For each test property,
you should consider the type of mix to be used and the
expected load. The optimum bitumen content for each
property is designated as a definite point on the curve
for that property. The bitumen content percentages (one

for each property) are averaged, and the average is used
to read the corresponding value of each test property.
The value, as determined, should be referred to the
criteria portion of table 17-1 to see if it is within the
permissible limits so that the mix will perform
satisfactorily.

Test Variation for Aggregates with
10 Percent or More Larger Than
1-Inch Maximum Size

The procedure described in the Marshall method
and the examples as given in the preceding paragraphs
are applicable to hot-mix design where the amount of
aggregate larger than the 1-inch sieve is less than 10
percent of the total. When the larger than (plus) 1-inch
material exceeds 10 percent of the total, the following
variations are made in the procedure:

1. Mix bitumen at the selected content with the
entire aggregate, including the plus 1-inch portion.

2. Pass the mixed hot batch through a 1-inch sieve.
Discard the plus 1-inch portion.

3. Make compacted specimens from the portion
that passes the 1-inch sieve and perform the Marshall
test, except do not calculate the voids of the compacted
specimens at this time.

4. Determine the bulk specific gravity of the plus
1-inch aggregate, and, with the specific gravity of the
compacted specimens, compute the adjusted specific
gravity (GA) as follows:

100

Go=—""7- X
“cx,8*
C D
where:

A = weight of dry, plus 1-inch material
expressed as a percentage of the total batch
weight (bitumen plus aggregate)

B = nportion of total batch remaining after the
dry, plus 1-inch portion is removed
(100%-A%)

C = Dbulk specific gravity of plus 1-inch
aggregate

D = actual specific gravity of compacted
specimen

f = empirical factor = 0.995
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Table 17-7.—Marshall Test Specifications and Determination of Optimum Asphalt Content

m (2) (3) (O]
Property Course Criteria Determination of OAC
(75 Blows) {50 Blows)
“ricis High press Low press High press Low press

3. Aggregate blends showing water abserption up tc 2 1/2% (used with ASTM apparent specific gravity).

- Stability Surface 1800 or higher 500 or higher Peak of curve Peak of curve
Unit wt Surface === ==< Peak of curve  Peak of curve
Flow Surface 16 or less 20 or less Not used Not used
% Voids total mix Surface 3L - S% 37 - 5% Ly - "

% Voids filled w/AC Surface 70% - 80% 754 - 85/ 75% 80%

Stability Binder 1800 or higher 500 or higher Peak of curve® Peak of curve*
Unit wt Binder - --- Peak of curve” Peak of curve
Flow Binder 16 or less 20 or less Not used Not used

% Voids total mix Binder 5% ~ T% Ly - 6% 5%

% Voids filled w/AC 8inder 50% - 70% 65% - 75% 70%

Stability Sand asphalt o 50C or higher Peak of curve
Unit wt Sand asphalt --- -- Peak of Curve
Flow Sand asphalt 20 or less used Not used

% Voids total mix Sand asphalt ShL - Th 6%

% voids filled w/AC Sand asphalt 65% = 75% 70%

b. Aggregate blends showing water absorption greater than 2 1/2% {used with buik impregnated specific gravity}
Stability Surface 1800 or higher 500 or higher Peak of curve Peak of Curve
Unjt wt Surface - --- Peak of curve  Peak of curve
Flow Surface 16 or less 20 or less Not Used Not used
% Voids total mix Surface 2% - 4% % - Uy 3% 3%

% Voids filled w/AC Surface 75% - 85% 80% - 90% 80% 857

Stability Binder 1800 or higher 500 or higher Peak of curve’ Peak of curve~
Unit wt Binder -——- -——- Peak of curve® Peak of curve:
Flow Binder 16 or less 20 or less Not used Not used

% Voids total mix Binder L% - 6% 3% - 5% 5% 4%

% Voids filled w/AC Binder 55% - 75% 70% - 80% 65% 75%

Stabiiity Sand asphait it
Unit wt Sand asphalt
Fiow Sand asphait

% Voids total mix
% Voids fiiied w/AC

Sand asphalt
Sand asphait

500 or higher

20 or iess
4% - 6%

-ma aan
Ve - OUA

Rt
Not used

3

Peak of curve
Peak of curve
Not used

5%

75%

*I1f the inclusion of bitumen contents at these points in the average causes the voids total mix to fall outside the limits,
then the optimum bitumen should be adjusted so that the voids total mix are within the limits.
weCriteria for sand asphalt to be used in designing pavement for high pressure tires have not been established.

*rtHigh pressure tires are those above 100 psi.

Low pressure tires are those with 100 psi or under.

5. Calculate the voids by using the adjusted
specific gravity, and apply the design criteria for this
value.

6. Use stability and flow values as measured on the
compacted specimens.

JOB-MIX FORMULA (AC MIXES)

When the mix has proven itself to be satisfactory,
the percentages by weight of the aggregate and the
averaged optimum bitumen content should be combined
to establish the job-mix formula. Figure lists the
final percentages of the aggregate for a given job mix.
By plotting the test results (figs. [17-9A] and [L7-9B) on
DD Form 1219 and applying the Marshall
test criteria for determining optimum bitumen content,
you make the determination that the mix requires
4.7 percent of asphalt cement. Accordingly, the
aggregates must be 95.3 percent of the total mix. The

selected blend contained 45-percent coarse aggregate
(CA), 30-percent fine aggregate (FA), 20-percent fine
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river bar sand (FRBS), and a 5-percent limestone dust
(LSD) mineral filler. The job-mix formula is computed
as follows:

CA =953 x 45 = 42.9%

FA =953 x .30 = 28.6%

FRS =953 x .20 = 19.0%

Mineral filler = 95.3 x .05 = 4.8%
95.3%

Asphalt cement = 4.7%
Total = 100.0%

MODIFIED TEST FOR COLD-MIX
PAVEMENTS

This method is used as an aid in determining the
asphalt content for cold-mix design of light-duty
pavement. It can be used where asphalt cutbacks will be



the binder. The procedures follow those used for
hot-mix design (Marshall method), in general, with the
following modifications:

® Aggregates. Aggregates should be dried to a
moisture content expected during construction (up to a
maximum of 2 percent, by weight).

® Asphalt. Mix selected bitumen with the
aggregates, but at the temperature recommended for
field application. The aggregates remain at room
temperature.

® Curing. Before compaction, cure the mixture for
at least 12 hours in an oven set at 140°F ( + 5°).

® Cooling. After molding, cool the specimens to
room temperature in the molds. You must take care to
remove the specimens, undisturbed and undamaged,
from the molds.

® Testing. Heat the specimens in an oven to 100°
(+ 2°) and test them in the Marshall machine. Heating
will normally take about 2 hours.

® Selection of the design amount of asphalt. The
asphalt contents at maximum density and maximum
stability, after averaging, are used as the design amount.

SURFACE AREA METHOD
OF MIX DESIGN

When laboratory equipment, except for sieve
analysis, is not available, the following formulas may
be used in place of laboratory procedures to determine
the necessary asphalt content:

1 For asphalt cement:
P = 0.02a + 0.07b + 0.15¢ + 0.20d
where:

P = percent (expressed as a whole number) of
asphalt material by weight of dry aggregate

a = percent (expressed as a whole number) of
mineral aggregate retained on the No. 50
sieve

b = percent (expressed as a whole number) of
mineral aggregate passing the No. 50 and
retained on the No. 100 sieve

€ = percent (expressed as a whole number) of
mineral aggregate passing the No. 100 and
retained on the No. 200 sieve

d = percent (expressed as a whole number) of
mineral aggregate passing the No. 200 sieve

Absorptive aggregates, such as slag, limerock, vesicular
lava, and coral, will require additional asphalt.

2. For asphalt emulsion:
P=005A+01B+ 05C
where:

P = percent (expressed as a whole number) by
weight of asphalt emulsion, based on weight
of graded mineral aggregate

A = percent (expressed as a whole number) of
mineral aggregate retained on the No. 8 sieve

B = percent (expressed as a whole number) of
mineral aggregate passing the No. 8 sieve and
retained on the No. 200 sieve

C = percent (expressed as a whole number) of
mineral aggregate passing the No. 200 sieve

QUESTIONS

Q1. Your battalion has been tasked to replace a
5-inch-thick 2,000-square-yard reinforced
concrete parking lot located at a naval air facility
in northern Japan (extreme exposure). Your job
is to design a concrete mix and determine the
total quantities of materials needed to complete
the project. Based on the parameters listed below,
what is the (a) maximum size of the coarse
aggregate that you should use, (b) amount of
water (in gallons) needed for a 1-cubic-yard trial
batch (¢) amount of sand (in pounds) needed for
a I-cubic-yard trial batch (d) number of sacks of
Type IA cement needed for the project, and (e) the
amount (in tons) of coarse aggregate needed for
the project?

Average 28-day compressive strength 3,500 psi
(based on flexural-design strength)
Fineness modulus of fine aggregate 2.6
Specific gravity of portland cement 3.15
Specific gravity offine aggregate 2.75
Specific gravity of coarse aggregate 2.65
Dry-rodded weight of coarse aggregate 110 1b/cu ft
Dry-rodded weight of fine aggregate 1001b/cu ft
Slump 2in
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